
Western Red Cedar
Eastern White Pine

Hemlock
Poplar
Alder

Douglas Fir
Mahogany
Soft Maple

Cherry
Black Walnut

Birch
Red Oak

Ash
White Oak

Hard Maple
Sapele

Hickory
Jatoba (Brazilian Cherry)

Ipe  3684
 2350

 1820
 1510

 1450
 1360
 1320
 1290
 1260

 1010
 950
 950

 800
 660

 590
 540
 500

 380
 350


